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Completed Resistivity on Bacon Industries LCA-4LV- (see plots)

Epolite 5313 comparison of resistivity: Post vacuum testing

Summary-comparison of surface resistivity for Scotch-weld 2216 (translucent), Epolite 5313, Hysol EA-9394, Peltier Technik NEE-001, Scotch-weld 2216 (grey), and Bacon Industries LCA-4LV.

Peltier Technik NEE-001 Over-lap shear:  Silicon X ‘tails’

 
Outgassing Studies at Lab 7:

Pressure vs Time:

 Scotch-weld 2216 (translucent), Hexcel Epolite 53d13, and Hysol EA 9394 (see plots).


Outgassing rate of the Empty Vacuum Vessel prior to and during outgassing studies. (see plot and data sheet) 

Results of Outgassing vs Time:

3M Scotch-Weld 2216 ( Translucent),

Epolite 5313, and Hysol EA-9394. (see plots)

