Status Report on Adhesives Testing   Donna Hicks 5/7/01

3M Scotch-Weld 2216- (Translucent)


Testing completed:



Overlap shear



Average:1178 psi



Tensile Test




Ultimate Strength

Average:  1,231 psi




%Elongation


Average:  82%

Yield


Elastomeric- material has no yield




Modulus


Average:  225.3 psi



Surface Resistivity




Average:  1.7899E+14 ohms



Outgassing


Once outgassing is completed the samples will have their hardness tested.

Hexcel Epolite 5313

Testing completed:



Tensile Test




Ultimate Strength

Average:  2,063 psi




%Elongation


Average:  32%




Yield



Average:  1,020




Modulus


      Average:  29,845 psi

Testing started:



Surface Resistivity



Outgassing

Hysol EA 9394

Numerous problems handling the material due to its extremely high viscosity.


Samples ‘formed’ for surface resistivity. Testing will be ready to start after the Epolite 5313 measurements.


Samples made for Overlap shear testing.  Will be ready for testing the end of this week.


Still trying to determine a good method to form samples for tensile testing.  The high viscosity is a real problem.

